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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR-CLEGG

REPORT*, 098-1464 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j, barron

PROJECT: NONE LISTED DATE PRINTED: 30-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Asses Prep 60
Semple Pickup 1

REMARKS; FINAL RESULTS NOW ALL REPORTED.

REPORT COPIES TO! MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO! MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ...._ ... 

REPORT: 098-1464 <COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

.. . 

NUMBER 

60 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED! 30-NOV-88 

METHOD 

Fi re Assa!:( 

SAMPLE PREPARATIONS NUMBER 

Assa!:( Prep 
Sa111Ple Pickup 

60 
1 

REMARKS! FINAL RESULTS NOW All REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRON 

INVOICE TO: MR, JIM BARRON 
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REPORT*, 098-1464 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-505-0-5 0.013 B2 R88-505-200-205 <0.002
B2 R88-505-5-10 0.015 D2 R88-505-205-210 <0.002
D2 R88-505-1G-15 0.005 D2 R88-505-210-215 <0.002
D2 R88-505-15-20 0.007 D2 R88-505-215-220 <0.002
D2 R88-505-20-25 0.007 D2 R88-505-220-225 <0.002

D2 R88-505-25-30 0,006 D2 R88-505-225-230 <0,002
B2 R88-505-30-35 <0.002 D2 R88-505-230-235 <0,002
D2 R88-505-35-40 0.008 B2 R88-505-235-240 <0,002
B2 R88-505-40-45 <0,002 B2 R88-505-240-245 <0.002
D2 R88-505-45-50 0.006 D2 R88-505-245-250 <0,002

B2 R88-505-50-55 0,007 B2 R88-505-250-255 <0,002
D2 R88-505-55-60 0,008 D2 R88-505-255-260 <0.002
D2 R88-505-60-65 0.008 D2 R88-505-260-265 <0.002
D2 RB8-505-65-70 0,009 D2 R88-505-265-270 <0,002
B2 R88-505-70-75 0.013 D2 R88-505-270-275 <0,002

D2 R88-505-75-80 0.019 D2 R88-505-275-280 <0,002
D2 R88-505-80-85 0.023 D2 R88-505-280-285 <0,002
B2 R8S-505-85-90 0,015 D2 R88-505-285-290 <0.002
D2 R88-505-90-95 0,015 B2 R88-505-290-295 <0.002
D2 R88-505-95-100 0,020 D2 R88-505-295-300 <0.002

D2 R88-505-100-105 0,013
D2 R88-505-105-110 0.028
D2 R88-505-110-115 0.030
D2 R88-505-115-120 0,051
B2 R88-505-120-125 0,012

D2 R88-505-125-130 0,037

D2 R88-505-130-135 0.033
D2 R88-505-135-140 0,029
B2 R88-505-140-145 0,036
D2 R88-505-145-150 0,025

B2 R88-505-150-155 0.036
D2 R88-505-155-160 0,063
D2 R88-505-160-165 0.046
D2 R8S-505-165-170 0,016
D2 R88-505-170-175 <0,002

D2 R88-505-175-180 <0,002
D2 R88-505-180-185 <0,002
D2 R88-505-185-190 <0,002
D2 R88-505-190-195 <0,002
D2 R88-505-195-200 <0,002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 " ,,,. 

REPORT! 098-1464 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 RBS-505-0-5 
D2 RBB-505-5-10 
D2 RBB-505-10-15 
D2 RBB-505-15-20 
D2 RSB-505-20-25 

D2 RSB-505-25-30 
D2 RBB-505-30-35 
D2 RSS-505-35-40 
D2 R88-505-40-45 
D2 RBB-505-45-50 

D2 RSS-505-50-55 
D2 RSS-505-55-60 
D2 RSB-505-60-65 
D2 R88-505-65-70 
D2 R88-505-70-75 

D2 R88-505-75-80 
D2 RSB-505-80-85 
D2 R88-505-85-90 
D2 RSS-505-90-95 
D2 RSB-505-95-100 

D2 RSB-505-100-105 
D2 RBS-505-105-110 
D2 RSB-505-110-115 
D2 RSS-505-115-120 
D2 RBB-505-120-125 

D2 RBB-505-125-130 
D2 R88-50S-130-135 
D2 RBB-505-135-140 
D2 RSB-505-140-145 
D2 RBB-505-145-150 

D2 R88-505-150-155 
D2 R88-505-155-160 
D2 R88-505-160-165 
D2 R88-50S-16S-170 
D2 RSS-505-170-175 

D2 RBB-505-175-180 
D2 RBB-505-180-185 
D2 R88-50S-185-190 
D2 RSS-505-190-195 
D2 R88-SOS-195-200 

Au 
OPT 

0,013 
0,015 
0,005 
0,007 
0,007 

0,006 
<0,002 
0,008 

<0,002 
0,006 

0,007 
0,008 
0,008 
0,009 
0,013 

0,019 
0,023 
0,015 
0,015 
0,020 

0,013 
0,028 
0,030 
0,051 
0,012 

0,037 
0,033 
0,029 
0,036 
0,025 

0,036 
0,063 
0,046 
0,016 

<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

,. BC 
BONDAR-CI EGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-505-200-205 <0,002 
D2 RBB-505-205-210 <0,002 
D2 R88-505-210-215 <0,002 
D2 R88-505-215-220 <0,002 
D2 RBB-505-220-225 <0,002 

D2 RBB-505-225-230 <0,002 
D2 R88-505-230-235 <0,002 
D2 R88-505-235-240 <0,002 
D2 R88-505-240-245 <0,002 
D2 R88-505-245-250 <0,002 

D2 R88-505-250-255 <0,002 
D2 RSS-505-255-260 <0,002 
D2 R88-505-260-265 <0,002 
D2 R88-505-265-270 <0,002 
D2 R88-505-270-275 <0,002 

D2 R88-505-275-280 <0,002 
D2 R88-505-280-285 <0,002 
D2 RBB-505-285-290 <0,002 
D2 RSB-505-290-295 <0,002 
D2 RBB-505-295-300 <0,002 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORF, 
MR, JIM BARRON 
P,0, BOX 485 
DEADWOOD5 SB 
57732

Invoice 13368* PasSe I

Bate 30-NQV-88

Report NoJ 
Project , 
Reference I

098-1464 
NONE LISTED 
NONE LISTED

1 ane 1 y&es of Go 1 d
SubtotaI

at $ 6,50 * 

*
390,00
390,00 * 390,00

Sample Preparation

60 Sample s of Assa y p rep 
1 Sample of Sample Pickup 

Subtotal

Mi seellsneous Charges

4% S,D, STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at * 3.00 $ 180,00

at *12*00 * 12,00
$ 192,00

*
*
t

5,28
2.64
7,92

192.00

Invoice Totalt

% 7,92

$ 539,92 U,S,

C )

J

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAB-ClBiG 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

30-M0')-· 88 

Rte Pu rt No! 09a-• J 1o4 

Pro~,e-.:i t NONf LlSTE:n 
l'.;;1-.:>f"21'L'l'll~t•: lWME LISTED 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404. —

BONDAR-CLEGG

REPORT! 098-1481 ( COMPLETE ) REFERENCE INFO; NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY: J,
DATE PRINTED: 23-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 24 0,002 OPT Fire Assss

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 24 2 -150 24 Asssy Free 24

r\LnHr\i\5» riNHL rsudULi^ Bftt KtfUh'ltlU

REPORT COPIES T05 MR, JIM BARRON

MR, JIM BARRON

INVOICE TO*, MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1494 , -

REPORT: 098-1481 ( COKPLETE) 

CLIENT: BROHK KINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEKENT 

Gold 

SAKPLE TYPES NUKBER 
------------------------------
D DRILL CORE 24 

-- -- -- --IIC.nHI\I\:), ril'IHL I\C.::lULI:) tmc. nr.ru111c.11, 

REPORT COPIES ro: KR, JIK BARRON 
MR , JIM BARRON 

BC 
BONDAR·CI EGG 

NUKIIER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBKITTED BY: J, BARRON 
DATE PRINTED: 23-NOV-88 

ANALYSES DETECTION LIKIT EXTRACTION KETHOD 

24 0,002 OPT Fire Assay 

SIZE FRACTIONS NUKIIER SAKPLE PREPARATIONS NUKIIER 
------------------------------ ---------------------------
2 -150 24 Assay Prep 24 

INVOICE TO: MR, JIK BARRON 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404. —
BC
BONDAR-CLEGG

REPORT: 098-1481 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-505-300-305 <0.002
D2 R88-505-305-310 <0.002
D2 R88-505-310-315 <0.002
D2 R88-505-315-320 0.016
D2 R88-505-320-325 <0.002

D2 R88-505-325-330 <0.002
D2 R88-505-330-335 <0.002
D2 R88-505-335-340 <0.002
B2 R88-505-340-345 0.011
D2 R88-505-345-350 0,023

D2 R88-505-350-355 0.020
D2 R88-505-355-360 0.024
D2 R8S-505-360-365 0.020
D2 R88-505-365-370 0.010
D2 R88-505-370-375 0.010

D2 R88-505-375-380 0.014
D2 R88-505-280-385 0,018
D2 R88-505-385-390 0.012
D2 R88-505-390-395 0,013
D2 R88-505-395-400 0,016

D2 R88-505-400-405 0,020

D2 R88-505-405-410 0,018
.02 R88-505-410-415 0,059
1)2 R88-505-415-420 0.095

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 . -.. 

REPORT: 098-1481 

SANPLE ELENENT 
NUNBER UNITS 

D2 R88-505-300-305 
D2 R88-505-305-310 
D2 RSB-505-310-315 
D2 RBB-505-315-320 
D2 RBB-505-320-325 

D2 RBB-505-325-330 
D2 RBB-505-330-335 
D2 RBB-505-335-340 
D2 RBB-505-340-345 
D2 RBS-505-345-350 

02 R88-505-350-355 
n2 RBB-505-355-360 
D2 R88-505-360-365 
D2 R88-505-365-370 
D2 RBS-505-370-375 

D2 R88-505-375-380 
D2 RBB-505-380-385 
D2 R88-505-385-390 
D2 RSB-505-390-395 
D2 R88-505-395-400 

D2 RBB-505-400-405 
D2 RSS-505-405-410 
D2 RSS-505-410-415 
D2 RBS-505-415-420 

Au 
OPT 

<0,002 
(0,002 
<0.002 
0,016 

<0,002 

<0,002 
<0,002 
<0.002 

0,011 
0,023 

0.020 
0,024 
0,020 
0,010 
0,010 

0,014 
0,018 
0,012 
0,013 
0,016 

0,020 
0,018 
0,059 
0,095 

BC 
BONDAR-Cl.EGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF, 
MR. JIM BARRON 
P.O. BOX 4 85 
DEADWOODj SB
57732

Invoice ♦ 133341 Passe 1

Dste *► 29-N0V-83

Report No*. 0 98-1481 
Project : NONE LISTED 
Reference*. NONE LISTED

'24 Analyses of Gold 

Subtotal
at $ 6.50 * 156.00

i 156.00 i 156.00

S a hi p 1 e P repara t i o n
24 Samp1es of Assay Prep 

Subtotal
at $ 3.00 $ 72.00

$ 72.00 t 72.00

Miscellaneous Charges
4% S.D. STATE SALES TAX 
27. DEADWOOD CITY SALES TAX 

Subtotal

* 1.92
* 0.96
* 2,88 $ 2.88

Invoice Total: $ 230.88 U.S.

1 C

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

ac· 
BONDAR·Clf.GG 

BROHM MINING CORP. 
MH. JIM f1(,F:R0N 
f',O. BO, 48~:; 
OEhflWOOD ~ SD 
~i7?32 

' '2 .,1 ?'H I a 1 ·=· ~;; e :~ ti -r G u l d 
!?.ub t.o I .. r 1 

H.,;mF·lc F'rt::·1·0 clri::=tioi·1 
24 s~mPl8S of Asst~ P,·ep 

Subtotal 

ti j :'ii Ct' 11 a II i:,, u IJ S C ff~~ 1· !:h? .:.· 

1% S.D. STATE SALES T~X 
2•~ f!E,~DWOOD CIT'I SM.ES Hi" 

S11t;to t.a.l 

- - - -- ---~----

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

F' ,-;_; !.l I:' J 

Date ~9-NOV-88 

RePorL ~o: 098-1481 
ProJecl NONE LISTED 
R~f~r~nce: NONE LISTED 

~t $ 6,50 + 156.uv 
* 156~{)0 

al. 'I: 7..GO $ ~. ;2,00 
;:;.'.00 

1 c·,,·i 
• .'1 .... 

o.o.r 
2,B8 $ 

Invr1.lc:, .. ,, Tot.al: 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical 
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-1482 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brqhm mining corp. submitted by: j, barron

project: none listed date printed: 29-NOV-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Asssy

L Au Gold 1 0,002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Ssup-le Pickup 1
Excessive Wetness —1429-

remarks: FINAL RESULTS ARE reported,

2 SEPARATE ASSAY RESULTS REPORTED FOR ONE

------------------- ----- SAMFLET ~ " '

REPORT COPIES TO: MR, JIM BARRON

MR, JIM BARRON
INVOICE to; MR. JIM BARRON

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 . ,. 

REPORT: 098-1482 (COMPLETE ) 

CLIENT: BROHN MINING CORP . 
PROJECT: NONE LISTED 

ORDER 

1 Au 
2 Au 

ELEMENT 

Gold 
Gold 

SAMPLE TYPES NUMBER 
------------------------------
D DRILL CORE 60 

REMARKS! FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-CllGG 

NUMBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

60 
1 

0,002 OPT 
0,002 OPT 

SIZE FRACTIONS NUMBER 
------------------------------
2 -150 60 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 29-NOV-88 

METHOD 

Fire Assa!! 
Fire Assa!! 

SANPLE PREPARATIONS NUMBER 
---------------------------
Assa!! Pre? 60 
Saai>le Pickup 1 
i; .,,..,,.,;j u c, l,lc,tnn,-,- il-,0 

2 SEPARATE ASSAY RESULTS REPORTED FOR ONE 
~ Al'lt'I ~ • 

REPORT COPIES TO: HR, JIN BARRON INVOICE TO: HR, JIN BARRON 
HR, JIN BARRON 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1482 project: none listed PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 R88-505-420-425 0,036 D2 R88-505-620-625 0,077
D2 R88-505-425-430 0,055 0,007 = „ 03 / D2 R88-505-625-630 0,057
D2 R88-505-430-435 0,034 D2 R88-505-630-635 0,071
D2 R88-505-435-440 0,038 D2 R88-505-635-640 0,050
D2 R88-505-440-445 0,025 D2 R88-505-640-645 0,090

D2 R88-505-445-450 0,051 D2 R88-505-645-650 0,047
D2 R88-505-450-455 0,071 D2 R88-505-650-655 0,076
D2 R88-505-455-460 0,023 D2 R88-505-655-660 0,282
D2 R88-505-460-465 0.018 D2 R88-505-660-665 0.273
B2 R88-505-465-470 0,046 D2 R88-505-665-670 0,127

D2 R38-505-470-475 0,015 D2 R88-505-670-675 0,017
D2 R88-505-475-430 0,064 D2 R88-505-675-680 0,011
D2 R88-505-480-485 0,068 D2 R88-505-680-685 0,016
D2 R88-505-485-490 0.027 D2 R88-505-685-690 0.013
D2 R88-505-490-495 0.022 D2 R8S-505—690-695 0,036

D2 R88-505-495-500 0.018 D2 R88-505-695-700 0,038
D2 R88-505-500-505 0.017 D2 R88-505-700-705 0,125
D2 R88-505-505-510 0.014 D2 R88-505-705-710 0.151
D2 R88-505-510-515 0,033 D2 R88-505-710-715 0,122
D2 R8S-505-515-520 0,045 D2 R88-505—715-720 0.070

D2 R88-505-520-525 0,031
D2 R88-505-525-530 0,034
D2 R88-505-530-535 0,025
D2 R88-505-535-540 0.026
D2 R88-505-540-545 0.042

D2 R88-505-545-550 0,017
D2 R88-505-550-555 0.017
D2 R88-505-555-560 0.034
D2 R88-505-560-565 0,054
D2 R88-505-565-570 0,052

D2 R88-505-570-575 0,212
D2 R88-505-575-580 0,068
D2 R88-505-580-585 0,038
D2 R88-505-585-590 0,025
D2 R88-505-590-595 0.060

D2 R88-505-595-600 0,048
D2 R88-505-600-605 0.019
D2 R88-505-605-610 0,023
D2 R88-505-610-615 0.061
D2 R88-505-615-620 0,096

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1482 

SAMPLE ELEMENT 
NUMBER UNITS 

02 R88-505-420-425 
D2 R88-505-425-430 
D2 R88-505-430-435 
D2 R88-SOS-435-440 
02 R88-505-440-445 

D2 R88-505-445-450 
02 R88-505-450-455 
02 R88-505-455-460 
02 R88-505-460-465 
D2 R88-505-465-470 

02 R88-505-470-475 
02 R88-505-475-480 
02 R88-505-480-485 
02 R88-505-485-490 
D2 R88-SOS-490-495 

D2 R88-505-495-SOO 
02 R88-SOS-S00-505 
02 R88-505-505-510 
02 R88-505-510-51S 
02 RBB-505-515-520 

D2 R88-505-520-525 
D2 RBB-505-525-530 
D2 R88-SOS-530-535 
D2 R88-505-535-540 
D2 R88-505-540-545 

D2 R88-SOS-545-550 
D2 R88-SOS-550-555 
D2 R88-505-555-560 
D2 R88-S05-S60-565 
D2 R88-505-565-570 

D2 R88-SOS-570-575 
02 R88-SOS-575-580 
D2 R88-505-580-585 
D2 R88-505-585-590 
D2 R88-505-590-S9S 

D2 R88-505-595-600 
D2 R88-50S-600-605 
D2 R88-505-605-610 
D2 R88-505-610-615 
D2 R88-505-61S-620 

Au 
OPT 

0.036 
o.oss 
0.034 
0,038 
0,025 

0,051 
0,071 
0.023 
0.018 
0,046 

0.015 
0,064 
0.068 
0,027 
0.022 

0,018 
0,017 
0,014 
0,033 
0,045 

0,031 
0,034 
0,025 
0,026 
0.042 

0,017 
0,017 
0,034 
0,054 
0,052 

0,212 
0,068 
0,038 
0,025 
0,060 

0,048 
0,019 
0,023 
0,061 
0,096 

BC 
BII\IDAR-CI EGG 

PROJECT! NONE LISTED 

Au SAMPLE ELEMENT Au 
OPT NUMBER UNITS OPT 

02 R88-505-620-625 0,077 
0,007 = .031 02 R88-505-625-630 0,057 

D2 R88-505-630-635 0,071 
02 R88-50S-635-640 0,050 
D2 R88-505-640-645 0,090 

02 R88-SOS-645-650 0,047 
02 R88-SOS-650-655 0,076 
02 R88-SOS-655-660 0,282 
02 R88-505-660-665 0,273 
02 R88-SOS-665-670 0,127 

D2 R88-SOS-670-675 0,017 
D2 R88-SOS-675-680 0,011 
02 R88-SOS-680-685 0,016 
02 R88-505-685-690 0,013 
D2 R88-SOS-690-695 0,036 

D2 R88-SOS-695-700 0,038 
D2 R88-505-700-705 0,125 
02 R88-SOS-705-710 0,151 
02 R88-SOS-710-715 0,122 
02 R88-505-715-720 0,070 

Geochemical 
Lab Report 

PAGE 1 

Au 
OPT 



BONDARCLEGG

Bondar-Ckgg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1401

I n v o i c e 133: Page 1
BROHM MINING CORP
MR. JIM BARRON
P.0, BOX 485
DEADWQOB» SB
57732

Date : 29-N0V -88

Report No! 098-1482
Project : NONE LISTED
Reference4. NOME LISTED

1 Analyses of Gold at $ 0.00 * 0,00
Subtotal * 0,00 i 0,00

/ fe'O Analyses of Gold 1 $ 6.50 * 390.00
' Subtotal

i 390.00 * 390.00

Sample Preparation
60 Samples of Assay Prep at * 3.00 $ 180,00

1 Sample of Sample Pickup at *1 2.00 $ 12,00
1679 Samples of Excessive Wetness at * 0,15 » 251,85

S u btotal $ 443.85 % 443.85

'Mi see 11aneous Charges
4% S.D. STATE SALES TAX $ 15,35
2% DEADW00D CITY SALES TAX $ 7,68

Subtotal t 23.03 1 23.03

Invoice Total. % 856,88 U.S,

7 c c- \

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BDNDAR-CLEGG 

BROHM MINING COF:F', 
MR. JIM IlAF:HON 
P,O. BOX 48~:i 
DEtd)li.100D, SD 

1 r-:.1,c.d~.~se<:o:. of Gold 
Subt.ot.il 

SubtoLJl 

Sample Pre2aration 
60 SamPl~s of Assa~ Prep 

1 SalliPl0 of SamPle Pickup 

.,, 

,. 

1679 S3ffiPl~s of E~cessive Wetn~ss 
Subtotal 

· Ml !~ct? 11 arseuur; Ch,.: ri,h.•'.6 
4% S.D. STATE SALES TAX 
?% DEADWOOD CITY SALES TAX 

Subtotal 

"[ n•✓ O 1 C i0 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

Dale 29-N0~-88 

RePurl No: 098-1482 
PruJ~cl NONE LISTED 
Rsfarence! NONE LISTED 

2-!. $ (LOO $ 

'Ii 
(l ,. 00 
0,00 

alt 6.50 $ 390.00 
$ 390.00 

d t. $ ··r ,_, 
' 00 

at ~~ 1:; • 0() 

dl. $ '..I.; 15 

$ 

'~ 
3; 

$ 

tl .. 

:tB0.00 
L2,.00 

251vg5 
443 .. 85 

:23. 03 

0 • ()0 

Invoic-12 Tol,d: i 856.88 U.S. 

.. i ,' ( \ 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report
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12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHH MINING CORF', 
HR, JIH BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

REPORT! 098-1484 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brokm mining corp, 
project: none listed

submitted by: j. barron

DATE PRINTED: l-DEC-88

NUMBER OF LOWER
order element ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 54 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 54 2 -150 54 Assay Prep 54
Excessive Wetness 1287
Sasple Pickup 1

remarks: final results are reported,

REPORT COPIES TO*. MR. JIM BARRON 

MR. .UK BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

.- ' 

REPORT: 098-1484 ( COMPLETE ) 

CLIENT: BROHM MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

54 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR, JIM BARRON 
I'll\ .llrl r1unn l lN 

BC 
BII\IDAR-CI.EGG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

~-RE-F-ER-E-NC_E_I-NF_o_: -N-oN_E_L-IS_T_Er_t ------.I 
SUBMITTED BY: J, BARRON 
DATE PRINTED: 1-DEC-88 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

54 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

54 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 54 
E>:cessive Wetness 1287 
Sa1Ple Pickup 1 

INVOICE TO! MR, JIM BARRON 

I 
I 

I 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical 
Lab Report

REPORT: 098-1484 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R83-505-745-750 0.024 D2 R88-505-945-950 <0.002
D2 R88-505-750-755 0.086 D2 R88-505-950-955 0.006
D2 R88-505-755-760 0.091 D2 R88-505-955-960 0.006
B2 R88-505-760-765 0.208 D2 R88-505-960-965 0.007
D2 R88-505-765-770 0.220 D2 R88-505-965-970 0.015

D2 R88-505-770-775 0.023 D2 R88-505-970-975 0.008
D2 R88-505-775-780 0.035 D2 R88-505-975-980 0.025
D2 R88-505-780-785 0.016 D2 R88-505-980-985 0.006
D2 R88-505-785-790 0.004 D2 R88-505-985-990 0.115
D2 R88-505-790-795 <0.002

D2 R88-505-795-800 <0,002
D2 R88-505-800-S05 0.006
D2 R88-505-805-810 0.006
D2 R88-505-810-815 <0.002
D2 R88-505-815-820 <0.002

D2 R88-505-820-825 <0.002

D2 R88-505-825-830 0.003
D2 R88-505-830-835 <0.002
D2 R88-505-835-840 <0.002
D2 R88-505-840-845 <0,002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1484 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 RSS-505-720-725 
D2 RSS-505-725-730 
D2 R88-505-730-735 
D2 RSS-505-735-740 
D2 RBS-505-740-745 

D2 R88-505-745-750 
D2 R88-505-7S0-755 
D2 R88-505-7SS-760 
D2 R88-505-760-765 
D2 R88-505-765-770 

D2 R88-505-770-775 
D2 R88-505-775-780 
D2 R88-505-780-785 
D2 R88-505-785-790 
D2 R88-505-790-795 

D2 RBB-505-795-800 
D2 R88-50S-800-805 
D2 R88-505-80S-810 
D2 RSS-505-810-815 
D2 R88-505-B15-820 

D2 RSB-505-820-825 
D2 R88-505-825-830 
D2 RBS-505-830-835 
D2 RBB-505-835-840 
D2 RBB-505-840-845 

D2 R88-505-845-8SO 
D2 R88-505-850-855 
D2 RBS-505-855-860 
D2 R88-505-860-865 
D2 R88-505-865-870 

D2 R88-505-870-875 
D2 R88-505-875-880 
D2 R88-505-880-885 
D2 RBB-505-885-890 
D2 R88-505-890-895 

D2 R88-505-895-900 
D2 R88-505-900-905 
D2 R88-505-905-910 
D2 R88-505-910-915 
D2 R88-505-915-920 

Au 
OPT 

0,106 
0,086 
0,032 
0,026 
0,008 

0,024 
0,086 
0,091 
0,208 
0.220 

0,023 
0,035 
0,016 
0,004 

<0,002 

<0.002 
0,006 
0,006 

(0,002 
<0,002 

(0,002 
0,003 

<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
0.010 
0,009 
0,012 

0,009 
0,008 
0,006 
0,006 
0,007 

0.020 
0,010 
0,009 
0,004 
0,009 

... 
,_ l 

BC 
BONDAR-Cl.EGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-505-920-925 0,010 
D2 R88-505-925-930 0.012 
D2 R88-505-930-935 0,009 
D2 R88-505-935-940 0,003 
D2 R88-505-940-945 0,004 

D2 RSS-505-945-950 <0,002 
D2 RSS-505-950-955 0,006 
D2 R88-505-955-960 0,006 
D2 RSB-505-960-965 0,007 
D2 R88-505-965-970 0,015 

D2 R88-505-970-975 0,008 
D2 RSS-505-975-980 0,025 
D2 R88-505-980-985 0,006 
D2 RBB-505-985-990 0,115 

•I II 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CGRP, 
MR» JIM BARRON 
P*0* BOX 485 
DEADWQOD > SD

Invoice l 13398r Page 1 

Date J 6-DEC-88

Report No: 098-1484
57732 Project : NONE LISTED 

Reference*. NONE LISTED

ases of Gold 
Subtotal

Samp .1 e P r e p a r a t i o n
54 Samples of Assay Prep 

1287 Samples of Excessive Wetness 
.1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges
4% S.D, STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

S u b t o t a 1

st « 6*50 % 351*00

i 351,00 % 351*00

at % 3.00 t 162.00

at * 0*15 % 193*05
at $ 1 2*00 i 12.00

$ 367*05 t 367*05

$ 12*52
$ 6*26
$ 18*78 $ 18,78

In voice Total: * 736.83 U*S*

S O,c ( 7?ci - 1 }

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

ac· 
BONDAR·CLEGG 

BROHH MINING CORP, 
MR. .JIM BARRON 
1:• • 0 • BO i'. 4 8 5 
DEADWOOD, SD 
~57732 

'lpl,~• n d l 'o/ s. e ~,. Ct f Go 1 d 
/ J Subt.wLal 
i I ' 
'~/ 

54 s~mPles of ns>J~ Prop 
1287 Samples of Exc~ssiv~ w~tness 

1 Sample of SamPle Pic~UP 
StJl..1tot,:l 

Mi~cell~neou~ Char~es 
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES T~X 

!=,ubtol.3.l 

'·'</' < f-"-.,)- ,c..J I c, (_, ) 

,I 

.::. t. t 

at. =: 
•' 

c~ L i 
,3 t. 't 

T11voict.• 

- -~-- -- - -----.1 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

Dat~ 6-DEC-88 

Rt-"1PO d Mo: OS'B-1 ·HM 
ProJect NONE LISTED 
Reference: NONE LISTED 

b • ~-;o 'I: 3\'.d .oo 
'.I- ;55 J. . 00 $ ::r.51 

3 • 00 t 162. 00 
0 . 15 $ 193 • 0 ~5 

12 .oo :II 12 . 00 
$ 367 .05 d Jb? ... 

$ .l2 . ')2 
$ .!:, • 26 
$ 18 . ·7s $ 1.8 

; 00 

• oc:, 

. '"':'O 
I l-' 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHN NINING CORP, 
MR , JIN BARRON 
P, O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR-CI EGG 

t t t 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG

REPORT! 098-1486 ( COMFLETE ) REFERENCE INFQJ NONE LISTED

client: brohh mining corp, submitted by: j. barron

project: none listed date printed: 23-nqv-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 42 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 42 2 -150 42 Assay Prep 42

Saaple Pickup 1
Excessive Wetness 531

remarks: final results are reported,

REPORT COPIES TO: MR, JIM BARRON 

~ HR, JIM BARRON
INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

J -

REPORT! 098-1486 <COMPLETE> 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

42 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR. JIM BARRON 
f'lh' 11 l't RllRRON 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

42 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 42 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 23-NOV-88 

METHOD 

Fire Assa!/ 

SAMPLE PREPARATIONS NUMBER 

Assa!/ Prep 
SaaPle Pickup 

42 
1 

E>:cessi ve Wetness 531 

INVOICE TO: MR, JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-1484 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-505-1015-1020 0,011
D2 R88-505-1020-1025 0,007
B2 R88-505-1025-1030 0,008
B2 R88-505-1030-1035 0,011
D2 R88-505-1035-1040 0,010

B2 R88-505-1040-1045 0,008

P2 R88-505-1045-1050 0,007
D2 R88-505-1050-1055 <0,002
D2 R88-505-1055-1060 <0,002
D2 R88-505-1040-1065 0,004

D2 R88-505-1065-1070 <0.002
B2 R88-505-1070-1075 0,018
P2 R88-505-1075-1080 0,005
D2 R88-505-1080-1085 <0,002
D2 R88-505-1085-1090 0,004

D2 R88-505-1090-1095 0,003
D2 R88-505-1095-1100 0.007
D2 R88-505-1100-1105 0,041
02 R88-505-1105-1110 0.146
D2 R88-505-1110-1115 0,011

D2 R88-505-1115-1120 0,008
D2 R88-505-1120-1125 <0.002
D2 R88-505-1125-1130 0.002
D2 R88-505-1130-1135 0,005
D2 R88-505-1135-1140 0.004

D2 R88-505-1140-1145 <0,002
D2 R88-505-1145-1150 <0,002
D2 R88-505-1150-1155 <0.002
»2 R88-505-1155-1160 <0,002
D2 R88-505-1160-1165 <0,002

P2 R88-505-1165-1170 0,005
D2 R88-505-1170-1175 0,007
D2 R88-505-1175-1180 0.007
D2 R88-505-1180-1185 <0.002
D2 R88-505-1185-1190 0,003

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

. , 

REPORT: 098-1486 

SAMPLE ELEMENT 
NLINBER UNITS 

D2 RBB-505-990-995 
D2 R88-505-995-1000 
D2 RBB-505-1000-1005 
D2 RBB-505-1005-1010 
D2 R88-505-1010-1015 

D2 R88-505-1015-1020 
D2 R88-505-1020-1025 
D2 R88-505-1025-1030 
D2 R88-505-1030-1035 
D2 R88-505-1035-1040 

D2 R88-505-1040-1045 
D2 R88-SOS-1045-1050 
D2 R88-505-1050-1055 
D2 R88-505-1055-1060 
D2 RBB-505-1060-1065 

D2 RBB-505-1065-1070 
D2 RBB-505-1070-1075 
D2 RBB-505-1075-1080 
D2 RBB-505-1080-1085 
D2 RBB-505-1085-1090 

D2 RBB-505-1090-1095 
D2 RBB-505-1095-1100 
D2 RBB-505-1100-1105 
It2 R88-505-1105-1110 
D2 R88-505-1110-1115 

D2 RBB-505-1115-1120 
D2 RBS-505-1120-1125 
D2 RBB-505-1125-1130 
D2 RSS-505-1130-1135 
D2 RBS-505-1135-1140 

D2 RBS-505-1140-1145 
D2 RBB-505-1145-1150 
D2 RBB-505-1150-1155 
It2 RSB-505-1155-1160 
D2 RBS-505-1160-1165 

D2 RBB-505-1165-1170 
D2 RBS-505-1170-1175 
D2 RSS-505-1175-1180 
D2 RBB-505-1180-1185 
D2 RBB-505-1185-1190 

Au 
OPT 

0,007 
0,012 
0,005 
0,020 
0,018 

0,011 
0,007 
0,008 
0,011 
0,010 

0,008 
0,007 

<0,002 
<0,002 
0,004 

<0,002 
0,018 
0,005 

<0,002 
0,004 

0,003 
0,007 
0,041 
0,146 
0,011 

0,008 
<0,002 
0,002 
0,005 
0,004 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

0,005 
0,007 
0,007 

<0,002 
0,003 

BC 
BONDAR·CI.EGG 

SAMPLE 
NUNBER 

PROJECT: NONE LISTED 

ELENENT 
UNITS 

Au 
OPT 

D2 RSB-505-1190-1195 0,031 
D2 RBB-SOS-1195-1200 0,006 

Geochemical 
Lab Report 

PAGE 1 



BONDAR-CLEGG
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BRGHM MINING CORF, 

MR. JIM BARRON 
P.Q. BOX 485 
BEADUOOBj sd

57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

Invoice t 13333; Page 1

Date t 29-NOV-88

Report NoJ 093-1486 
Project t NONE LISTED 
Reference: NONE LISTED

{ ^ '*42 Analyses of Gold 

Subtotal

S a at p I e P r e p a r a t i o n
4 2 Samp1es of Assay Prep 

.1. Sample of Sample Pickup 
531 Samples of Excessive Wetness 

Subtotal

Miscel1 aneous Chardes
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at $ 6,50 $ 273.00
$ 273.00 * 273.00

3 t % 3,00 * 126,00
at $12.00 $ 12,00
at

inT
~S

o

$ 79,65
$ 217.65 $ 217.65

* 7,03
* 3,51
* 10.54 $ 10.54

Invoice Total? $ 501,19 U.S.

c $ Y - c Y ( /"/( - / x c c )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONOAR-CLEGG -- ,. , 

I •·' 

BF;OHM MI!ltNG COFW. 
MF;. J f M I~t,F:ROM 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

REPORT; 098-1490 ( COMPLETE ) REFERENCE INFOi NONE LISTED

client; brohm mining corp. submitted by; j, barron

PROJECT: NONE LISTED DATE PRINTED: 29-N0V-8S

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 28 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 28 2 -150 28 Assay Prep 28
Excessive Wetness 393

' Sasple Pickup 1

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COPIES TO*. MR. JIM BARRON 

HR. JIM BARRON
INVOICE TO: MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1490 ( COMPLETE l 

CLIENT: BROHN MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

28 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: KR, JIN BARRON 
lllh' IIM au.u.·.,·11N 

·BC 
BONDAR-CI F.liG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

28 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 28 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 29-NOV-88 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 28 
Excessive Wetness 393 
SaaPle Pickup 1 

INVOICE ro: MR, JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-1490 project: none listed PAGE 1

SAMPLE
NUMBER

ELEMENT

UNITS
Au

OPT

D2 RS8-505-1200-1205 0t 003
B2 RS8-505-1205-1210 Of 007
D2 R88-505-1210-1215 Of 003
D2 R88-505-1215-1220 <0.002
D2 R38-505-1220-1225 0.009

D2 R83-505-1225-1230 0,014
D2 R88-505-1230-1235 0.005
D2 R88-505-1235-1240 0.004
D2 R88-505-1240-1245 0.003
D2 R88-505-1245- 250 0.002

D2 R88-505-1250-1255 <0,002
D2 R88-505-1255-1260 <0,002
D2 R88-505-1260-1265 0,004
D2 R8S-505-1265-1270 0.004
D2 R88-505-1270-1275 0,003

D2 RSS-505-1275-1280 0,007
D2 R88-505-1280-1285 0,007
D2 RBS-505-1285-1290 0,004
D2 R88-505-1290-1295 <0,002
D2 R88-505-1295-1300 0,005

D2 R88-505-1300-1305 0,010
D2 R88-505-1305-1310 0,004
D2 R88-505-1310-1315 0,006
D2 R88-505-1315-1320 <0,002
D2 RS8-505-1320-1325 0,004

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1490 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-505-1200-1205 
D2 RSB-505-1205-1210 
D2 R88-505-1210-1215 
D2 R88-505-1215-1220 
D2 RBB-505-1220-1225 

D2 RBB-505-1225-1230 
D2 RBS-505-1230-1235 
D2 RBS-505-1235-1240 
D2 RBS-505-1240-1245 
D2 R88-505-1245-1250 

D2 RBS-505-1250-1255 
D2 RSS-505-1255-1260 
D2 RSB-505-1260-1265 
D2 R88-505-1265-1270 
D2 RBB-505-1270-1275 

D2 R88-505-1275-1280 
D2 RBB-505-1280-1285 
D2 RSS-505-1285-1290 
D2 R88-505-1290-1295 
D2 RSS-505-1295-1300 

D2 RBB-505-1300-1305 
D2 RSB-505-1305-1310 
D2 R88-505-1310-1315 
D2 RSB-505-1315-1320 
D2 RSS-505-1320-1325 

D2 RSS-505-1325-1330 
D2 RSS-505-1330-1335 
D2 RSS-505-1335-1340 

Au 
OPT 

0,003 
0,007 
0,003 

<0,002 
0,009 

0,014 
0,005 
0,004 
0,003 
0.002 

<0,002 
<0,002 

0,004 
0,004 
0,003 

0,007 
0,007 
0,004 

<0,002 
0,005 

0,010 
0,004 
0,006 

<0,002 
0,004 

0,005 
0,005 
0,008 

BC 
BONDAR-CLEGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



BONDARCLEGG
4*1*

* . , *
.,j+

BROHM MINING CORP* 
MR * JIM BARRON 
P ► 0 * BOX 485 

BEADWOODi SD 
57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoice 5 13326? Passe i

Date J 29-N0V-88

Report- NoJ 
Project t 
Refepence *

098-1490 
NONE LISTED 
NONE LISTED

■28 Analyse© of Gold 
Subtotal

at % 6*50 % 182*00
$ 182*00 $ 182*00

Sa mp1e P pe ear© tion
28 Samples of Assay Prep 

393 Sample© of Excessive Wetness 
1 Sample of Sample Pickup 

Subtota1

st » 3*00 * 84.00
st * 0*15 $ 58*95
at $12.00 $ 12.00

$ 154*95 $ 154.95

Miscel1 aneou© Chsraes
4% S.D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Subtotal

$ 5.08
$ 2.54
$ 7*62 $ 7*62

I n v o i c e Total** 344*57 U.S.

9c

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

- ~-------, 

BC 
BONDAR-CLEGG 

~ 

BROHM MINING CORP. 
MR. JIM .f{(~RF:Orl 
F ,0, BOX 48~• 
Df(.;[IWOOO ~ SD 
~57?32 

} 8 (, 11 <:.l l ',; ";;'., C L () f G {.) .l d 
' Subtotal 

S cl 1111-, l 1.:- P i' t::: ,-, a r· at. i 1:i n 
:"' 8 S ,J Ht P 1. e ~:- ,.i f .f-1 r. .. · ~ F' r· c ,.,. 

• 

3~r'3 S.;rur,lt.;.1 '...- of E~:t1c>"'•· J.v,-_, Wet.r,c• ,._ 
:l S"' n,? l E• ci f Sa 111 r J t? P :. ,_ k. u: · 

Subt;._1 i_.,. l 

M .l ,:{: 1 I '"t iP1:<U1:. C-h ,_ 1·se:;; 

1: S.D. STnTF SAlES lA/ 
~\ DEADWOOD LITY SALES TA~ 

Sut<to t.,. l 

... 
Jrrvu.i.Cfi:! 133:26~ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

F' -3~ .. C.• .!. 

Dal A 29-N0~-88 

F:e:c-111·t No. ,,)98-1490 
Pro, .. k•t:t lWNE LISTED 
Referenc~: NONE LISTFD 

;~ t f. 6 + 5 0 1, l B :1 ., 0 ,.) 

cl! t :{~I.)() 

ii' l, :t 0 lS .. • 
c' l. '~12~,JO 

~; J.82,,.0f"'J 

t 
I!; • 

$ 

8 ·\ 
+ 0.:., . 

r-:- (J 9 ,.) 'l.,,.l~, t 

1 ':> ~- . (:t (~ 

1 ~'i ,1 nr"' . - .. ) 

'1 , ... l 
., ... • \..' .\ f 

. t. ... , 
.t .. \..1 G. 

-~ 182, 1)0 

'.I, 1 •:-: ,. 1 . '·'7 

J;,vc,1c:,: Tot;;:,.l' 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

I 



J. BARRON 08/11/88"TITLE 30-11-88 07:56:24 098-1464 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 60 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 60 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TY P E-D DRILL CORE " -
" 41 P17—
" 42 P23=
"REMARKS"
" 50 , FINAL

60
1

RESULTS

Assay Prep 
Sample Pickup

NOU ALL REPORTED.

II
II

II * * * * II
"FORMAT ( A 8 „ 1X j, 
"BEGIN " "Type"

A1,A1,1X,A20,1(1X,A7,A1)) 
"Frac" "Sample ID"

11
" Au

"14640001" "D" "2" "R 8 8 —5 0 5 —0 — 5 II 0.013
"14640002" "D" "2" "R88-505-5-10 II 0.015
"14640003" " D " ii ^ •• "R88—505—10—15 II 0.005
"14640004" " D " "2" "R88-505-15-20 II 0.007
"14640005" " D " "2" "R88-505—20-25 II 0.007
"14640008" "D" "2" "R88-505—25-30 II 0.006
"14640009" " D " " 2 " "R88—505—30—35 II -0.002
"14640010" "D" "2" "R88—505—35-40 II 0.008
"14640011" " D " "2" "R88—505—40—45 II -0.002
"14640012" " D " "2" "R88—505—45-50 II 0.006
"14640013" " D " ii 2 "R88—505-50-55 II 0.007
"14640014" " D " H 2 n "R88—505-55-60 II 0.008
"14640015" " D " n 2 ii "R88—505—60—65 II 0.008
"14640016" " D " ii 2" "R88-505-65-70 II 0.009
"14640017" " D " "2" "R88—505—70-75 II 0.013
"14640018" "D" " 2 " "R88 — 505 —75 —80 II 0.019
"14640019" "D" "2" 
"14640020" "D" "2" 
"14640021" "D" "2" 
"14640022" "D" "2" 
"14640023" "D" "2" 
"14640024" "D" "2" 
"14640025" "D" "2" 
"14640026" "D" "2" 
"14640027" "D" "2" 
"14640028" "D" "2" 
"14640029" "D" "2" 
"14640030" "D" "2" 
"14640033" "D" "2" 
"14640034" "D" "2" 
"14640035" "D" "2" 
"14640036" "D" "2" 
"14640037" "D" "2" 
"14640038" "D" "2" 
"14640039" "D" "2" 
"14640040" "D" "2" 
"14640041" "D" "2" 
"14640042" "D" "2" 
"14640043" "D" "2" 
"14640044" "D" "2" 
"14640045" "D" "2" 
"14640046" "D" "2" 
"14640047" "D" "2"

"R88- 
"R88- 
"R88- 
" R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
" R88- 
" R 88- 
" R 88-

•505-
•505-
■505-
-505-
■505-
•505-
505-
■505-
505-
■505-
505-
■505-
505-
■505-
•505-
■505-
•505-
■505-
■505-
■505-
505-
505-
505-
■505-
505-
■505-
505-

80-85
85-90
90-95
■95-100
100-105
105-110
110-115
115-120
120-125
125-130
130-135
135-140
140-145
145-150
150-155
155-160
160-165
165-170
170-175
175-180
180-185
185-190
190-195
195-200
200-205
205-210
210-215

0.023• 
0.016- 
0.015- 
0.020' 

0.013- 
0.028 
0.030 
0.051 

0.012- 

0.037' 
0.033 - 
0.029' 
0.036- 
0.025' 
0.036- 
0.063- 
0.046

bo-

0.016 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002

/“ /t n. n i—> 11 r\ 11 n. I—

-------Ill"'." .. L __ ·--::, ___________________________________ _ 

TITLE 30-11-88 07:56:24 098-1464 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 08/11/88" 
II 

60 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 60 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 
42 P23= 

REMARKS" 
1 

DRILL CORE 
Assay Prep 
Sample Pickup 

II 

II 

II 

50 JINAL RESULTS NOW ALL REPORTED. 
* * * * II 

FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID" 
14640001" D "2 "R88-505-0-5 

II A LI II 

0.013 
14640002" D "2 
14640003" D 1 2 
14640004" D 2 
14640005" D 2 
14640008 D 2 
14640009 D 2 
14640010 D 2 
14640011 'D 2 
14640012 "0 2 
14640013 D 2 

'14640014 D 2 
14640015 D 2 
14640016 D 2 
14640017 D 2 

11 R88-505-5-10 0.015 
"R88-505-10-15 0.005 
11 R88-505-15-20 0.007 
11 R88-505-20-25 0.007 
11 R88-505-25-30 0.006 
11 R88-505-30-35 -0.002 
"R88-505-35-40 0.008 

R88-505-40-45 -0.002 
R88-505-45-50 0.006 
R88-505-50-55 0.007 
R88-505-55-60 0.008 
R88-505-60-65 0.008 
R88-505-65-70 0.009 
R88-505-70-75 0.013 

II 

II 

II 

14640018 D 2 R88-505-7~5~~8~0 ______ ~0~-~0~1~9 _________________ _ 

14640019' 'D' 2 
14640020 "D" 2 

R88-505-80-85 0.023-
R88-505-85-90 0.015-

14640021 "0 2 R88-505-90-95 0.018-
14640022 D 2 R88-505-95-100 0. 020-
14640023 D "2 R88-505-100-105 0. 01·3-
14640024 
14640025 

D " 2 R88-505-105-110 0.02B-
D " 2 R88-505-110-115 0.030-

14640026 D 
14640027' D 
14640028 D 
14640029 D 
14640030 D 
14640033 D 
14640034 'D 
14640035 1 D 
14640036" D 
14640037" D 
14640038" D 
14640039" D 
14640040 D 
14640041 D 
14640042 D 
14640043 D 

"2 R88-505-115-120 0.05-1-
"2 R88-505-120-125 0.012-
112 R88-505-125-130 0. 03-7-
"2 R88-505-130-135 0.03'3-
"2 R88-505-135-140 11 0.029-
112 1 R88-505-140-145 " 0. 036 -
"2 R88-505-145-150 " 0.025-
"2 R88-505-150-155 11 0.036-
"2 'R88-505-155-160 " 0.063-

2 R88-505-160-1~6~5:::.._ __ ~"--~0~.~0~4~6~--:..-:_ ____________ _ 
2 R88-505-165-170 " 0.016 
2 R88-505-170-175 11 -0.002 
2 R88-505-175-180 " -0.002 
2 R88-505-180-185 " -0.002 
2 R88-505-185-190 -0.002 
2 R88-505-190-195 -0.002 

14640044 
14640045 
14640046 
14640047 

D 2 R88-505-195-200 -0.002 
D "2 R88-505-200-205 
D "2 'R88-505-205-210 
D "2 11 R88-505-210-215 

-0.002 
-0.002 
-0.002 



J. H W *♦ o U f\UU~ y <£7 ~ X y — W • HJ HJ iL
14640049" ii q M n 2 " R 8 8 — 505-220-225 " -0.002
14640050" "Du "2" " R 88- 505-225-230 " -0.002
14640051" H p M H 2 M " R 8 8 — 505-230-235 " -0.0 02
14640052" " D " it 2 11 " R 8 8- 505-235-240 " -0.0 02
14640053" "D" ii 2 n " R 8 8 — 505-240-245 " -0.0 02
14640054" H D ,i I, 2 M "R88- 505-245-250 " - 0.0 p 2
14640055" .ID" " 2 " " R 8 8 — 505-250-255 " -0.002
14640058" i, 0,, " 2 " " R 8 8 — 505-255-260 " ~0.0|0 2

14640059" ,i 0 „ M 2 H " R88 — 505-260-265 " -0.002
14640060" " D " 11 2 n " R 8 8 — 505-265-270 " -0.002
14640061" H D „ n 2 m " R 8 8 — 505-270-275 " — 0 . p 0 2
14640062" " D " " 2 " " R 8 8 — 505-275-280 " -0.002
14640063" ii D „ "2" " R 8 8 — 505-280-285 " -0.0 02
14640064" n D „ ii 2 •• " R 8 8 — 505-285-290 " -0.0 02
14640065" „D„ it 2 11 " R 8 8 — 505-290-295 " -0.0 02
14640066"
END"

,i 0 „ ii 2 " R88 — 505-295-300 " -0.{ 02

\

.J.. .... Ut•~-""+0 -u ,:;. r\ i:n:,-=-;;i,r::,=-.:--ro - .::. .::. v -'I}. VJ'IJL. -

1464004~ D II 2 RBB-505-220-225 -0.002 
14640050 D II 2 RBB-505-225-230 -0.002 
14640051 D II 2 RBB-505-230-235 -0.T 14640052 011 2 RBB-505-235-240 -0.0 2 
14640053 D II 2 RBS-505-240-245 -0.0 2 
14640054 D II 2 RBB-505-245-250 -0.0 2 
14640055 D II 2 RBB-505-250-255 -0.0r2 
14640058 D 2 RSS-505-255-260 -0.002 
14640059 D 2 RSS-505-260-265 -0. 0'02 
14640060 D 2 RSS-505-265-270 -0. 0.02 

RSB-505-270-275 
I 

I 14640061 D 2 -0-~02 
14640062 D 2 RSB-505-275-280 -0.002 

I 

14640063 D '2 R88-505-280-285 -0.002 
14640064 D II 2 R88-505-285-290 ==t~ 14640065 D II 2 R88-505-290-295 
14640066 D II 2 R88-505-295-300 -0. 02 
END II 



J. BARRON 08/11/88"TITLE 23-11-88 10:28:04 098-1481 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 24 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
11 Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 24 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE = D DRILL CORE
" 41 P17= 24 Assay Prep
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED.
II * * * * II

FORMAT (A 8 ,ix, A1 a A1 „ 1X , A20,1 (IX , A7 , A1) )

BEGIN " "Type" "Frac" "Sample ID"

14810001" " D " ii 2 m "R88—505—300-305
14810002" " D " " 2 " "R88—505—305-310
14810005" " D " ii 2 n "R88—505-310-315
14810006" " D " "2" "R88—505-315-320
14810007" "D" "2" "R88-505-320—325
14810008" " D " 11 2 " "R88—505—325-330
14810009" " D " ii 2 n "R88—505-330—335
14810010" 11 D" "2" "R88—505-335-340
14810011" " D " " 2 " "R88—505—340—345
14810012" "D" "2" "R88 — 505 —345 —350
14810013" " D " ii 2 <• "R88—505-350—355
14810014 " " D " "2" 11 R88 —505-355-360
14810015" "D" "2" "R88—505-360-365
14810016" " D " "2" "R88—505—365-370
14810017" " D " "2" "R88—505-370-375
14810018" " Q .1 " 2 " "R88—505—375-380
14810019" "D" ii 2 H "R88—505-380-385
14810020" " D " "2" "R88—505-385-390
14810021" " D " "2" "R88—505-390-395
14810022" "D" "2" "R88—505-395-400
14810023" " D " "2" "R88—505—400—405
14810024" "D" "2" "R88—505-405-410

14810025" "D" "2" "R88—505-410—415
14810026" 11 D" "2" "R88—505-415—420
END"

Au"
-0.002 
-0.002 
-0.002 

0.016 
-0.002 
-0.002 
-0.002
-0.002 
0.011 
0.023'
0.020 
0.024 
0.020 
0.010 
0.010 
0.014 
0.018 
0.012 
0.013 
0.016 
0.020 
0.018 
0.059 
0.095

O
■LX-

ii

TITLE 23-11-88 10:28:04 098-1481 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 08/11/88" 
II 

24 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

II ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
II 01 Au FA OPT 24 0.002 99.999 Results Reported 
"SAMPLE PREPS" 
11 40 SAMPLE TYPE=D 

41 P17= 24 
REMARKS" 

DRILL CORE 
Assay Prep 

50 FINAL RESULTS ARE REPORTED. 
****II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Frac" "Sample ID II 
14810001 II D II 2 R88-505-300-305 
14810002 II D II 2 R88-505-305-310 
14810005 "0" 2 R88-505-310-315 
14810006 II D II 2 R88-505-315-320 
14810007 II D II 2 R88-505-320-325 
14810008 II D II 2 R88-505-325-330 
14810009 II D II 2' 'R88-505-330-335 
14810010 II D II 2 R88-505-335-340 
14810011 II D II 2 R88-505-340-345 
14810012 II D II 2 R88-505-345-350 
14810013 II D II 2 R88-505-350-355 
14810014 II D II 2 R88-505-355-360 
14810015 I "D" 2 R88-505-360-365 
14810016 "D" 2 R88-505-365-370 
14810017 II D II 2 R88-505-370-375 
14810018 "D" 2 R88-505-375-380 
14810019 II D II 2 R88-505-380-385 
14810020 D" 2 R88-505-385-390 
14810021 D II 2 R88-505-390-395 
14810022 D" 2 'R88-505-395-400 
14810023 D" 2 "R88-505-400-405 
14810024 D II '2 "R88-505-405-410 
14810025 D" "2 "R88-505-410-415 
14810026 D II II 211 "R88-505-415-420 
END II 

II 

II 

II 

Au 11 

-0.002 
-0.002 
-0.002 

0.016 
-0.002 
-0.002 
-0.002 
-0.002 

II 

0.011] 0.023-
0.020------
0.024 ✓ 

0. 020 ,,.--
0.010 
0.010 
0.014 
0.018 
0.012 
0.013 
0.016 
0.020------
0.018 
0.059----
0.095 ..--

II 

II 



shown
shown

'TITLE 29-11-88 08:00:00 098-1482 
'CLIENT BROHM MINING CORP.
'PROJECT NONE LISTED #SAMPLES:
'SPECIAL VALUES"
1 IS Insufficient Sample"
1 -9 No Value Recorded"
1 Values above the upper limit are 
' Values below the lower limit are 
'DETERMINATIONS"
' ELNAME METHO ECO
1 01 Au FA
' 02 Au FA
'SAMPLE PREPS"
1 40 SAMPLE TYPE=D
' 41 P17— 60
' 42 P 2 3= 1
' 43 P 6 4 = 16 7 9
'REMARKS"
1 50 FINAL RESULTS ARE REPORTED.
' 51 2 SEPARATE ASSAY RESULTS REPORTED
1 52 SAMPLE.
I * * * II

BARRON 08/11/88"

60 REFERENCE: NONE LISTED

as
as

-t-uplimt"
-lolmt (ie not detected)

UNI
OPT
OPT

# S A M 
60 

1

LOLMT 
0.002 
0.002

UPLIMT 
99.999 
99.999

COMMENTS"
Results Reported 
Results Reported

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness

FOR ONE

FORMAT ( A 8,1 X ,A1, A1,IX,A20,2(IX „ A7 p Al) ) "

BEGIN " " Type " "Frac" "Sample ID" " Au" " Au
14820001 " " D " ii 2 I* "R88-505—420—425 II 0.036 — -9
14820002" " D " " 2 " "R88-505—425-430 0.055 0.0 07
14820003" "D" "2" "R88—505-430-435 ll -------0.034 ----- -------- rrg-
14820006" " D " II ^ n "R88—505—435-440 II 0.038 — -9
14820007" "D" "2" "R88—505—440-445 II 0.025- -9
14820008" " D " "2" "R88 — 505 — 4 4^5 — 4 5 0 11 0.051- -9
14820009" "D" ii 2 ii "R88—505—450—455 II 0.071- -9
14820010" " D " " 2 " "R88-505-455-460 II 0.023 - — 9
14820011" " D " " 2 " "R88 — 505 — 460 —465 II 0.018- -9
14820012" " D " " 2 " "R88—505—465-470 II 0.046 — -9
14820013" " D " ii 2 ii "R88—505—470—475 II 0.015- -9
14820014 " "D" "2" "R88 —505 —475 — 480 II 0.064 -9
14820015" " D " "2" "R88 —505 —480 — 485 II 0.068 — -9
14820016" "D" "2" "R88 — 505 —485-490 II 0.027— -9
14820017 " " D " "2" "R88—505—490-495 II 0.022 — — 9
14820018" " D " "2" "R88—505-495-500 11 0.018- -9
14820019" " D " ii 2 H "R88—505—500—505 II 0.017 -9
14820020" "D" "2" "R88-505-505-510 11 0.014 -9
14820021" " D " "2" "R88—505-510—515 -------0' ."0~3~3------- ----------- 9-
14820022 " "D" " 2 " "R88-505—515-520 II 0.045 — — 9
14820023" "D" "2" "R88—505-520-525 II 0.031— -9
14820024 " "D" ii 2 ii "R88-505—525-530 II 0.034 — -9
14820025" "D" ii 2 ii "R88-505—530-535 II 0.025 - -9
14820026" " D " " 2 " "R88—505—535—540 II 0.026 — -9
14820027" "D" "2" "R88—505—540-545 II 0.042 — -9
14820028" "D" ii 2 m "R88-505—545-550 II 0.017- -9
14820031 " " D " " 2 " "R88—505—550—555 II 0.017- -9
14820032" " D " " 2 " "R88 — 505 —555 —560 II 0.034 — — 9
14820033 " " D " "2" "R88—505—560—565 II 0.054 — -9
14820034 " " D " n 2 ii "R88 — 505 —565-570 II 0.052 — -9
14820035" " D " n 2 n "R88-505—570-575 II 0.212 — -9
14820036" " D " "2" "R88 —505 — 575 —580 II 0.068 — -9
14820037" " D " " 2 " "R88 —505 —580 — 585 II 0.038 — — 9
14820038" " D " ii 2 H "R88 — 505 — 585 —590 11 0.025 — -9
14820039" " D " n 2 ii "R88—505—590—595 II 0.060 — -9
14820040" " D " n 2 n "R88—505-595-600 II 0.048 — — 9
14820041" " D " "2" "R88—505-600-605 II 0.019- -9
14820042" " D " ii 2 I* "R88-505-605-610 II 0.023 — -9

14820043" "D" "2" "R88-505-610-615 II 0.061 -— -9

4oo ^

cj 5 (§, .c4o

*5 I O — (p'rf-Q

Hoo'c® - .069

TITLE 29-11-88 08:00:00 098-1482 
CLIENT BROHM MINING CORP. 

J. BARRON 08/11/88" 
II 

PROJECT NONE LISTED #SAMPLES: 60 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
ELNAME METHO 

01 Au FA 
02 Au FA 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 
42 P23= 1 
43 P64=1679 

REMARKS" 

ECO UNI #SAM LOLMT UPLIMT 
OPT 60 0.002 99.999 
OPT 1 0.002 99.999 

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness 

50 FINAL RESULTS ARE REPORTED. 

+uplimt" 
-lolmt (ie not detected)" 

COMMENTS" 
Results Reported II 

Results Reported II 

II 

II 

II 

II 

51 2 SEPARATE ASSAY RESULTS REPORTED FOR ONE 
52 SAMPLE. 

II 

II 

II 

**** II 
FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))" 
BEGIN II Type" "Frac" "Sample ID II II Au" II Au" 
14820001 D II 2" "R88-505-420-425 II 

HH=- -9 ~ 
14820002 D II 2 "R88-505-425-430 c:= 0. 007-(o-3_ 'J 
14820003 D II 2 "R88-505-430-435 -9 4oo-49~ 
14820006 D II 2 'R88-505-435-440 II 0.038- -9 
14820007 D II 2 R88-505-440-445 II 0.025- -9 I 

14820008 D II 2 R 8 8 - 5 0 5 - 4 4'5 - 4 5 0 II 0. 051- -9 
er s @,.040 

14820009 D II 2 R88-505-450-455 II 0.071- -9 
14820010 D II 2 R88-505-455-460 II 0.023- -9 
14820011 D II 2 R88-505-460-465 0. 018- -9 
14820012 D 2 R88-505-465-470 0.046- -9 
14820013 D 2 R88-505-470-475 0. 015- -9 
14820014 D 2 R88-505-475-480 0.064- -9 
14820015 D '2 R88-505-480-485 0.068- -9 
14820016 D "2 R88-505-485-490 0.027- -9 
14820017 'D '2 R88-505-490-495 0. 022- -9 
14820018 D 2' R88-505-495-500 0.018- -9 
14820019 D 2" 'R88-505-500-505 0.017 -9 
14820020 D 2" R88-505-505-510 0.014 -9 
14820021 D 2 II R88-505-510-51b 0.033 9 

SIO- (q--=/-o 
14820022 D 2 II R88-505-515-520 II 0.045- -9 
14820023 D 2 II R88-505-520-525 II 0. 031- -9 
14820024 D 2 R88-505-525-530 II 0. 034 - -9 1<oo@- ,oG9 14820025 D 2 R88-505-530-535 II 0. 025 - -9 
14820026 D 2 R88-505-535-540 0. 026 - -9 
14820027 D 2 R88-505-540-545 0.042- -9 
14820028 D 2 R88-505-545-550 0.017- -9 
14820031 '0 2 "R88-505-550-555 0.017- -9 
14820032 D 2 "R88-505-555-560 0. 034 - -9 
14820033 D 2 'R88-505-560-565 0.054- -9 
14820034 D 2 R88-505-565-570 0.052- -9 
14820035 D 2 R88-505-570-575 0.212- -9 
14820036 D 2 R88-505-575-580 0. 068- -9 
14820037 D 2 R88-505-580-585 0. 038- -9 
14820038 D 2 R88-505-585-590 0. 025 - -9 
14820039 D 2 R88-505-590-595 0.060- -9 
14820040 D 2 R88-505-595-600 0.048- -9 
14820041 D 2 R88-505-600-605 0. 019- -9 
14820042 D 2 R88-505-605-610 0.023- -9 
14820043 D 2 R88-505-610-615 0. 061- -9 

II 



"14820044" " D " " 2 " "R88-505-615-620 11 0.096 ■ -9
"148 2004.5" " D " "2" "R88—505-620—625 II 0.077 — -9
"14820046" " D " "2" "R88—505-625-630 11 0.057 — -9
"14820047" " D " "2" "R88—505-630-635 II 0.071 — -9
"14820048" " D " "2" "R88 — 505 —635 —640 11 0.050 — -9
"14820049" " D " ii 2 *■ "R88—505—640—645 II 0.090 — -9
"14820050" " D " " 2 " "R88—505-645—650 II 0.047 — -9
"14820051" " D " ii 2 11 "R88—505—650—655 II 0.076— -9
"14820052" "D" "2" "R88 — 505 —655 —660 <1 0.282 — -9
"14820053" " D " "2" "R88 —505 —660 — 665 II 0.273 — -9
"14820056" " D " " 2 " "R88 — 505 —665 —670 II 0.127 — — 9
"14820057" " D " " 2 " "R88—505—670—675 II 0.017■ -9
"14820058" " D " " 2 " "R88—505-675—680 II 0.011 -9
"14820059" " D " ii 2 ii "R88—505-680-685 II 0.016 — 9
"14820060" " D " ii 2 n "R88—505-685-690 11 0.013 — 9
"14820061" "D" " 2" "R8 8 —5 0 5 —6 9 0 —6 915------ ■■■—' II -----0.0'3'b — -9
"14820062" "D" "2" "R88—505-695-700 II 0.038 - -9
"14820063" " D " " 2 " "R88—505—700—705 II 0.125 — -9
"14820064" " D " "2" "R88—505-705-710 II 0.151 — -9
"14820065" "D" ii 2 11 "R88—505-710-715 II 0.122 — — 9
"14820066" "D" n 2 •• "R88 —505-715 — 720 II 0.070 — — 9

5(0

I (oD* <§- -O&l

CcfiSO -

c}Df<gr,c&^

11 14820044 D II 2 II R88-505-615-620 0. 096 - -9 
II 14 8 2 0 0 4,5 D II 211 R88-505-620-625 0.077- -9 
11 14820046 D II 2 II R88-505-625-630 0.057- -9 
11 14820047 D II 2 II R88-505-630-635 0. 071 - -9 5tD-<o 'fo 11 14820048 D II 2 II R88-505-635-640 0. 050 - -9 
'14820049 D' 2' R88-505-640-645 0. 090 - -9 lfoD'@- .obC/ 
14820050 D 2 R88-505-645-650 0.047- -9 
14820051 'D '2 R88-505-650-655 0. 076 - -9 
14820052 D 2 R88-505-655-660 0. 282 - -9 
14820053 D 2 R88-505-660-665 0.273- -9 
14820056 D 2 R88-505-665-670 0 .127 - -9 
14820057 D 2' R88-505-670-675 0.017· -9 
14820058 D 2 R88-505-675-680 0.011 -9 
14820059 D 2 R88-505-680-685 0.016 -9 
14820060 D 2 R88-505-685-690 0.013 -9 
14820061 D II 2 R88-505-690-695 0.036 -9 CAO - 't-8~ 14820062 D 112 R88-505-695-700 0.038- -9 
14820063 II D 112 R88-505-700-705 0.125- -9 

C)o"e, ,o8's 14820064 II D 112 11 R88-505-705-710 0.151- -9 
14820065 II D 112 11 R88-505-710-715 0.122 - -9j 14820066 II D 112 11 R88-505-715-720 0.070 - -9 
END II '7 



J. BARRON 09/11/88"TITLE 01-12-88 10:02:51 098-1484 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 54 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO
" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TY PE = D
" 41 P17 — 54
" 42 P 6 4 = 12 8 7
" 43 P 2 3= 1
"REMARKS"
" 50 FINAL RESULTS
h * yr * * n

ECO UNI # S A M LOLMT UPLIMT COMMENTS 
OPT 54 0.002 99.999 Results

DRILL CORE
AssayPrep "
Excessive Wetness "
Sample Pickup "

ARE REPORTED.

II

Reported

M

II

FORMAT (A 8 , IX . A1 , A1,1XOA20,1(1XPA7,A1)) II
BEGIN " "Type " "Frac" "Sample ID" " Au" ^0-
14840001" " D " "2" "R88—505-720-725 " 0.106— 30'

(^rOSl14840002"
14840003"

" D " 
"D"

" 2 " 
"2"

"R88 — 505 —725 — 730 
"R88 — 505 — 730 —735

" 0.086 —
" 0.032 —

14840004" " D " "2" "R88 —505 — 735 — 7 40 " 0.026 —
14840005" " D " " 2 " "R88 — 505 —740 — 745 " 0.008'
14840008" "D" " 2 " "R88—505-745-750 " 0.024 —
14840009" " D " "2" "R88 —505 —750 — 755 " 0.086-
14840010" " D " ,, 2 M "R88 — 505 —755-760 " 0.091 —
14840011" " D " "2" "R88 — 505 —760 — 765 " 0.208—
14840012" " D " "2" "R88-505-765—770 " 0.220—
14840013" " D " "2" "R88-505-770-775 " 0.023 —
14840014 " " D " ii ^ n "R88—505-775—780 " 0.035—
14840015" " D " M ^ •• "R88 —505 —780 — 785 " 0.016
14840016" " D " "2" "R88-505-785-790 " 0.004
14840017" " D " "2" " R 8 8 — 5 0 5 — 7 9 0 —7 9 5 " -0.002
14840018" "D" "2" "R88—505-795-800 " -0.002
14840019" "D" " 2 " "R88-505-800-805 " 0.006
14840020" "D" 11 2 11 "R88—505-805-810 " 0.006
14840021" "D" "2" "R88—505-810-815 " -0.002
14840022" "D" "2" "R88—505—815-820 " -0.002
14840023" "D" " 2 " "R88—505-820-825 " -0.002
14840024 " " D " "2" "R88-505-825-830 " 0.003
14840025" "D" "2" "R88—505-830-835 " -0.002
14840026" "D" " 2 " "R88—505—835-840 " -0.002
14840027" "D" ii 2 "R88—505-840-845 " -0.002
14840028" " D " "2" "R88—505-845-850 " -0.002
14840029" " D " "2" "R88-505-850-855 " -0.002
14840030" "D" i, 2 " "R88—505-855-860 " 0.010
14840033" " D " "2" "R88-505—860-865 " 0.009
14840034" " D " " 2 " "R88—505-865-870 " 0.012
14840035" M Q 1. " 2 " "R88 — 505 —870 —875 " 0.009
14840036" "D" "2" "R88 — 505-875 —880 " 0.008
14840037" " D " "2" "R88—505-880-885 " 0.006
14840038"- II Q II "2" "R88—505-885-890 " 0.006 f
14840039" " D " ii 2 " "R88—505—890-895 " 0.007 ^

" 0.020 14840040" " D " ,,2" "R88 —505 —895 — 900
14840041" "D" " 2 M "R88 — 505 —900 —905 " 0.010
14840042" " D " "2" "R88-505-905-910 " 0.009
14840043" " D " "2" "R88—505-910-915 " 0.004
14840044" " D " I, g M "R88—505—915-920 " 0.009
14840045" ,, D i, "2" "R88-505—920-925 " 0.010
14840046" " D " "2" "R88-505-925-930 " 0.012
14840047" n n ii n o m MRQo_cflc_qon)_qoc " a flwaq

"TITLE 01-12-88 10:02:51 098-1484 
"CLIENT BROHM MINING CORP. 
"PROJECT NONE LISTED #SAMPLES: 

SPECIAL VALUES" 
IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 09/11/88" 
II 

54 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 54 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 54 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

II 

II 

42 P64=1287 II 

43 P23= 1 II 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. 

****II 
FORMAT (A8,1X,A1,A1,1X.A20 0 1(1X.A7,A1))" 
BEGIN 11 "Type" 

1 14840001" "D" 
14 84 000 2 11 "D" 
14840003 "D 
14840004 "D 
14840005 D 
14840008 D 
14840009 D 
14840010 D 
14840011 D 
14840012 D 

"Frac" "Sample ID" " Au" 
2 "R88-505-720-725 0.106-
2 "R88-505-725-730 0.086-
2 "R88-505-730-735 0.032-
2 "R88-505-735-740 0.026-
2 "R88-505-740-745 0.008· 
2 "R88-505-745-750 0.024-
2 R88-505-750-755 0.086-
2 R88-505-755-760 0.091-
2 R88-505-760-765 0.208-
2 R88-505-765-770 0.220-
2 R88-505-770-775 0.023-

II 

14840013 "D 
14840014 "D 
14840015" D 
14840016" D 
14840017" D 

2 R88-505-775-~7~8~0 _____ -:;.,0~·~0~3~5_-_______ _ 

14840018 D 
14840019 D 
14840020 D 
14840021 D 
14840022 D 
14840023 D 
14840024 D 
14840025 D 
14840026 D 
14840027 D 
14840028 
14840029 
14840030 
14840033 
14840034 
14840035 
14840036 
14840037 
14840038 l 

14840039 
14840040 
14840041 
14840042 
14840043 
14840044 
14840045 
14840046 
14R4'7l'7l47 

D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
n 

2 'R88-505-780-785 0.016 
'2 "R88-505-785-790 0.004 
2 11 R 8 8- 5 0 5- 7 9 0-·7 9 5 - 0 . 0 0 2 
2 R88-505-795-800 -0.002 
2 R88-505-800-805 0.006 
2 R88-505-805-810 0.006 
2 R88-505-810-815 -0.002 
2 R88-505-815-820 -0.002 
2 R88-505-820-825 -0.002 
2 RBS-505-825-830 0.003 
2 RSS-505-830-835 -0.002 
2 RSS-505-835-840 -0.002 
2 RSS-505-840-845 -0.002 
2 
2 
2 
2' 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
? 

R88-505-845-850 
RSS-505-850-855 
R88-505-855-860 
RSS-505-860-865 
R88-505-865-870 
R88-505-870-875 
R88-505-875-880 
R88-505-880-885 
R88-505-885-890 
R88-505-890-895 
R88-505-895-900 
R88-505-900-905 
R88-505-905-910 
RSS-505-910-915 
R88-505-915-920 
RSS-505-920-925 
R88-505-925-930 
RRR-C:.'7lC:.-Q~OI-Q~r:; 

II 

II 

II 

-0.002 
-0.002 

0.010 
0.009 
0.012 
0.009 
0.008 
0.006 
0.006 
0.007 
0.020-
0.010 
0.009 
0.004 
0.009 
0.010 
0.012 
(71 (71 (71 Q 

I 

II 

II 



"14840048" " D " "2" "R88—505-935-940 11 0.003
" 14.84004'9 " " D " "2" "R88—505-940—945 " 0.004
"14840050" " D " H 2 H "R88—505-945-950 " -0.002
"14840051" " D " ii 2 M "R88—505-950—955 " 0.006
"14840052" " D " "2" "R88-505-955-960 " 0.006
"14840053" " D " ii 2 n "R88 — 505 —960 —965 " 0.007
"14840054" "D" "2" "R88 — 505 — 965 —970 " 0.015
"14840055" " D " "2" "R88—505—970—975 " 0.008
"14840058" " D " "2" " R 8 8 — 5 0 5 —'57' 5 — 980 " 0.025
"14840059" " D " " 2 " "R88—505—980—985 " 0.006
"14840060" "D" 2 " "R88 — 505 —985 — 990 " 0.115
"END"

7s" - 9^0 

15 & , cA°j

- - - - - - ~ - ., - ... ----
"14840048 D "2 R88-505-935-940 0.003 
"14.840049 D II 2 R88-505-940-945 0.004 
"14840050 D 12 R88-505-945-950 -0.002 
"14840051 D 2 R88-505-950-955 0.006 
I 14840052 D 2 R88-505-955-960 0.006 
14840053 D 2 R88-505-960-965 0.007 
14840054 D 2 R88-505-965-970 0.015 
14840055 D 2 R88-505 970 975 0.008 ·-
14840058 D 2 R88-505...:"9"75-980 0.025- CJ rs- 9t() 14840059 D 2 R88-505-980-985 0.005-
14840060 D 2 R88-505-985-990 0.115- 1 s' 04-C; END II {t, f 



'TITLE 23-11-88 10:26:08 098-1486 BARRON 10/11/88"

T
#SAMPLESPROJECT NONE LISTED 

'SPECIAL VALUES"
IS Insufficient Sample"

1 -9 No Value Recorded"
Values above the upper limit 

1 Values below the lower limit 
DETERMINATIONS"

ELNAME METHO ECO 
1 01 Au FA
SAMPLE PREPS"

1 40 SAMPLE TYPE-D

42 REFERENCE: NONE LISTED

are
are

shown
shown

as 
a s

-t-uplimt" 
-1olmt (ie not detected)

UNI
OPT

# S A M 
42

LOLMT
0.002

UPLIMT
99.999

COMMENTS"
Results Reported

DRILL CORE
41 P17 = 42 Assay Prep 1
42 P 2.3 = 1 Sample Pickup II
43 P 6 4 =

REMARKS"
531 Excessive Wetness "

50 FINAL
yryfiv/cii

RESULTS ARE REPORTED.

FORMAT (A 8 ,1X ,A1, A1,IX,A20,1(IX , A7,A1))"

BEGIN 11 "Type " "Frac" "Sample ID" " Au
14860001" " D " "2" "R88—505—990—995 0.007
14860002" ,'D" "2" "R88—505—995-1000 0.012
14860003" " D " ii 2 "R88—505-1000-1005 0.005
14860004" " D " "2" "R88—505—1005-1010 0.020
14860005" "D" "2" "R88 — 505 —1010 —1015 0.018
14860006" "D" " 2 " "R88 — 505 —1015 —1020 0.011
14860007" " D " "2" "R88—505—1020-1025 0.007
14860010" "D" ii 2 " "R88—505—1025-1030 0.008
14860011" " D " "2" "R88—505—1030-1035 0.011
14860012" " D " ii 2 M "R88—505—1035-1040 0.010
14860013" " D 11 "2" "R88—505—1040-1045 0.008
14860014" "D" " 2 " "R88—505-1045-1050 0.007
14860015" M Q I. "2" "R88-505-1050-1055 -0.002
14860016" " D " "2" "R88—505-1055-1060 -0.002
14860017" " D " " 2 " "R88—505—1060—1065 0.004
14860018" "D" "2" "R88—505—1065-1070 -0.002
14860019" " D " ii 2 »• "R88—505—1070-1075 0.018
14860020" " D " n 2 "R88—505—1075-1080 0.005
14860021" "D" n 2 "R88—505-1080-1085 -0.002
14860022" " D " "2" 11 R88 —505-1085-1090 0.004
14860023" "D" "2" "R88—505—1090-1095 0.003
14860024" " D " "2" "R88—505—1095-1100 0.007
14860025" "D" "2" "R88—505—1100—1105 0.041
14860026" "D" " 2 " "R88—505-1105-1110 0.146
14860027" " D " H 2 "R88 —505 —1110-1\115 0.011
14860028" " D " " 2 " "R88—505—1115-1120 0.008
14860029" "D" " 2 " "R88 — 505 —1120 —1125 -0.002
14860030" "D" "2" "R88 — 505 —1125 —1130 0.002
14860031" " D " "2" "R88 — 505 —1130-1135 0.005
14860032" "D" " 2 " "R88—505—1135—1140 0.004
14860035” "D" ii 2 n "R88—505—1140—1145 -0.002
14860036" " D " i< 2 '■ "R88—505—1145—1150 -0.002
14860037" " D " M 2 11 "R88 — 505 —1150 —1155 -0.002
14860038" " D " "2" "R88 — 505 —1155-1160 -0.002
14860039" " D 11 "2" "R88—505—1160—1165 -0.002
14860040" " D 11 ii 2 H "R88—505-1165-1170 0.005
14860041" " D " "2" "R88—505-1170-1175 0.007
14860042" "D" " 2 " "R88—505—1175—1180 0.007
14860043" " D " "2" "R88—505—1180—1185 -0.002
14860044" "D" ii 2 n "R88—505—1185-1190 0.003
14860045" "D" " 2 " "R88—505-1190-1195 0.031

14860046"
END"

"D" "2" "R88—505—1195-1200 0.006

./

t

TITLE 23-11-88 10:26:08 098-1486 
CLIENT B~OHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 10/11/88" 
II 

42 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

II 

II 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 42 0.002 99.999 Results Reported 

"SAMPLE PREPS" 
" 40 SAMPLE TYPE=D 

41 P17= 42 
DRILL CORE 
Assay Prep 

4 2 P2.3= 1 
43 P64= 531 

Sample Pickup 
Excessive Wetness 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. 

* * * * II 

FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID" 
14860001" "D' "2" "R88-505-990-995 
14860002" "D "2" "R88-505-995-1000 
14860003" "D 11 2 11 'R88-505-1000-1005 
14860004" 11 D 11 2 11 R88-505-1005-1010 
14860005 11 D 11 2 11 R88-505-1010-1015 
14860006 11 D "2 
14860007 11 D 11 2 
14860010 11 0 2 

R88-505-1015-1020 
R88-505-1020-1025 
R88-505-1025-1030 

14860011 D 
14860012 D 
14860013 D 
14860014 D' 
14860015 D 
14860016 D 
14860017 D 
14860018 D 
14860019 D 
14860020 11 D 
14860021 11 D 
14860022 11 D 

'14860023 D 
"14860024 D 
11 14860025 D 
"14860026 D 
"14860027 D 

14860028 D 
14860029 D' 
14860030 D 
14860031 D 
14860032 D 
14860035 11 

14860036 11 

14860037 
14860038 
14860039 
14860040 
14860041 
14860042 
14860043 
14860044 
14860045 
14860046 
E N D II 

D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D II 
D II 

2 R88-505-1030-1035 
2 R88-505-1035-1040 
2 R88-505-1040-1045 
2 "R88-505-1045-1050 
2 "R88-505-1050-1055 
2 "R88-505-1055-1060 
2 "R88-505-1060-1065 
2 11 R88-505-1065-1070 
2' 11 R88-505-1070-1075 
2" 11 R88-505-1075-1080 
2" 'R88-505-1080-1085 
2' R88-505-1085-1090 
2 R88-505-1090-1095 
2 R88-505-1095-1100 
2 R88-505-1100-1105 
2 R88-505-1105-1110 
2 R88-505-1110-1~15 
2 R88-505-1115-1120 
2 R88-505-1120-1125 
2 'R88-505-1125-1130 
2' R88-505-1130-1135 
2 R88-505-1135-1140 

'2 R88-505-1140-1145 
2 R88-505-1145-1150 
2 R88-505-1150-1155 
2 R88-505-1155-1160 
2 R88-505-1160-1165 
2 R88-505-1165-1170 
2 R88-505-1170-1175 
2 R88-505-1175-1180 
2" 'R88-505-1180-1185 
2 11 "R88-505-1185-1190 
2 11 "R88-505-1190-1195 
2 11 "R88-505-1195-1200 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

Au 11 

0.007 

II 

0.012 I 
0.005 r 
0. 020--'-7 
0.018 
0.011 
0.007 
0.008 
0.011 
0.010 
0.008 
0.007 

-0.002 
-0.002 

0.004 
-0.002\ 

0.018 
0.005 

-0. 002' 
0.004 
0.003 

0. 0078 00~ 0. 041 , t 
0.146/ 
0.011 
0.008 

-0.002 
0.002 
0.005 
0.004 

-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.005 
0.007 
0.007 

I 

-0.002 f , r 
0.003 l.. 
0. 0j1,;:,--; 
0.006 

II 

II 



J. BARRON 11/11/88"TITLE 29-11-88 07:55:14 098-1490 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 28 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

1 Values above the upper 
' Values below the lower 
'DETERMINATIONS"
1 ELNAME METHO ECO
' 01 Au FA
'SAMPLE PREPS"
' 40 SAMPLE TYPE=D

limit are shown as +uplimt"
limit are shown as -lolmt (ie not detected)

UNI
OPT

# S A M 
28

LOLMT
0.002

UPLIMT COMMENTS"
99.999 Results Reported

DRILL CORE
41 P17 — 28 Assay Prep II
42 P 6 4 = 393 Excessive Wetness II
43 P 2 3- 

REMARKS"
1 Sample Pickup II

50 FINAL
* * * * M

RESULTS ARE REPORTED.

FORMAT (A 8 ,1XS A1„A1,1X>A20,1(1X,A7,A1))"
BEGIN " "Type" "Frac" "Sample ID" " Au
14900001" " D " " 2 " "R88-505-1200-1205 0.003
14900004 " "D" "2" "R88—505-1205-1210 0.0 0J7

14900005" " D " " 2 " "R88-505-1210-1215 0.00' 3

14900006" " D " " 2 " "R88-505-1215-1220 -0.002
14900007 " " D " "2" "R88—505-1220-1225 0.009

|
14900008" „ q n " 2 " "R88-505-1225-1230 0.014
14900009" " D " it ^ n "R88—505-1230-1235 0.005

|14900010" " D " " 2 " "R88—505—1235-1240 0.004 
0.0 0'314900011" 11 D " " 2 " "R88—505—1240—1245

14900012" " D " ii 2 " "R88-505-1245-1250 0.002
14900013" " D " M 2 11 "R88—505—1250-1255 -0.002
14900014 " " D " "2" "R88-505—1255-1260 -0.002
14900015" " D " ii 2 " "R88—505—1260—1265 0.004
14900016" "D" "2" "R88—505-1265-1270 0.0041

14900017 " "D" " 2 " "R88 — 505 —1270 —1275 0.003i
14900018" "D" "2" "R88—505—1275—1280 0.007/

14900019" " D " "2" "R88—505-1280-1285 0.007?

14900020" " D " " 2 " "R88-505—1285-1290 0.004;
14900021" "D" "2" "R88—505-1290-1295 -0.002
14900022" " D " "2" "R88-505-1295-1300 0.005'
14900023" "D" ii ^ *i "R88—505-1300-1305 0.010)
14900024 " "D" "2" "R88—505-1305-1310 0.00^

14900025" " D " ,, 2 " "R88—505-1310-1315 0.00^
14900026" " D " "2" "R88—505-1315—1320 -0.002
14900029" " D " "•2" "R88-505-1320-1325 0.00jl
14900030" "D" "2" "R88—505—1325-1330 0.005
14900031" " D " "2" "R88—505-1330-1335 0.0 0 5
14900032 " 
END"

" D " " 2 " "R88—505—1335—1340 0.008

I • 

TITLE 29-11-88 07:55:14 098-1490 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 11/11/88" 
II 

28 REFERENCE: NONE LISTED 

+uplimt" Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
-lolmt (ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 
01 Au FA OPT 28 0.002 99.999 

SAMPLE PREPS" 
40 SAMPLE TYPE=D DRILL CORE 
41 P17= 28 Assay Prep 
42 P64= 393 Excessive Wetness 
43 P23= 1 Sample Pickup 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. 

* * * * II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " "Type" 
14900001" D 

'14900004" D 
'14900005" D 
14900006" D 
14900007" D 
14900008" D 
14900009' D 
14900010 D 
14900011 D 

"Frac" "Sample ID" 
2 R88-505-1200-1205 
2 R88-505-1205-1210 
2 R88-505-1210-1215 
2 R88-505-1215-1220 
2 R88-505-1220-1225 
2 R88-505-1225-1230 
2 R88-505-1230-1235 
2 R88-505-1235-1240 
2' 'R88-505-1240-1245 

'14900012 "D 2" "R88-505-1245-1250 
14900013 "D 2" R88-505-1250-1255 
14900014 "D '2" R88-505-1255-1260 
14900015 "D' 2" R88-505-1260-1265 
14900016 'D 
14900017 D 
14900018 D 
14900019 D 
14900020 D 
14900021 D 
14900022 D 

'14900023 D 
14900024 D 
14900025 D 
14900026 D 
14900029 D 

2 R88-505-1265-1270 
2 R88-505-1270-1275 
2 RBB-505-1275-1280 
2 R88-505-1280-1285 
2 R88-505-1285-1290 
2 R88-505-1290-1295 
2 R88-505-1295-1300 
2" R88-505-1300-1305 
2" R88-505-1305-1310 
2" R88-505-1310-1315 
2" RBB-505-1315-1320 
·2" R88-505-1320-1325 

14900030 
14900031 
14900032 
END II 

D "2" R88-505-1325-1330 
D" "2" R88-505-1330-1335 
D" "2" RBB-505-1335-1340 

II 

II 

II 

II 

II 

II 

II 

II 

II 

COMMENTS" 
Results 

11 

11 

II 

II 

Au" 
0. 0~3 

0.0!/7 
0.0~3 

-0.002 
I 

0.009 
0.0314 

I 

0.0~5 
0.004 : : : :\~ 

-0.002 
-0.002 

0. 0 0 4\ 
0. 0041 
0. 003, 
0. 0 0 7/ 
0. 007/ 
0.004)· 

-0.002 
0.005, 
0.01~ 
0.004 
0.00~ 

-0.002 
I 

0.00f 
0. 0 0

1
5 

0. 00/5 
0.008 

Reported 

11 

II 

II 
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D
R

IL
L

 CU
T

T
IN

G
 LO

G

I 
r 
I 

,, I 

I \ 
[I I 

\ \ 

Contractor -~,-,-ro 

Drill Type 

Hole Size 

Collar Elev. 

.. GRAPHI CLOGS 
U I ... .. .. ... w z -: AL TERA TION • -• ... ,. ... "' - 8 § C • I••• ••• 

C 2 -• • ... ... .: 0 ... 'i 
0 .. ::I .. ii .. -• . 

~ iZ, 

w, 

Coordinate• :51TF 13'{__ Prolect 

Casing Depth State 

61£..,.r 

51> 

EooE Hole No. ,e.e3e, - ~o '> 
Sheet_' _of t' 

Bearing lncllnatlon c/o Date Started //. 7· 8'~ Property t5,,,",-- ePd c 
Final Deoth l,2,'fp, Date Completed l1· l!·'li Hole Surveyed ________ _ 

_goWN HOLlt 
GEOLOGIC NOTES LOCATION 

"'"' z 
u g - 0 DESCRIPTION MINERALIZATION ;: z z - ROCK TYPE DIIIBIIUIIQII : i; C 

YINIIIALOQY, AL TlflA TION, TIUUflll, llll ASSAY > Meeelwe. Olaee•lflalod. . ., .., 
Q ... GflAWI 1111, PflAQIIIINT 1111 

"•'"""· "••·······" Ae At . ... 
o- :r -,;;,,,,'=, 0 - "Y, fj -7 --:--•,...,,.,r - - .,'i?'-1 o-95 o~,o~ r ·-L 

- 1-l":i;:, A .I .- • ...J t.,........1:- 'I') G 1-~ 
• \J L-' J 

2e>-2-< 

-r1o ~ - 115 · TE,4,uv7£ ~:::,,..., v/2~ 

-A _-r- ' - J - - ...!. • .,,. ·_ 1/J .J,l 

. fl_ I - ,_ ,,,_ 0 -. 
1/~-S"o {'3o - t./~ ) S'- 7,-.., T 4/-:::.. 

- ~-- - --1~-- 0 .. I 

-'7o-7S 
; 

I 

j '16'-100 15- /7,✓o Svt.-i::", ~ /- ~~,, 16.. 
(;oo- /~O ) t'-b 'To !LS --

' 
120 -IZS 

{13o-lR5) ·2--lelo Ab A AJ.A - ,( "-

~..J .'1-: ~l- ~ 

,\ 
1<15-15'0 

(_ 1.50 - l7S) £-71.,. '=.S" 
... ..,.. ·----- - '-

. 
l]o·l7S' 

C, 
0 ... 

· l 



Contractor 

Drill Type 

Holo Size

34S— 1/0 .-^gpj-lcr^

C
U

T
T

IN
G

 LO
O

I 
I 

: I 
: ' 

Contractor _ __,. _________ _ 

Drill Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. ____________ _ 

.. GRAPHIC LOGS 

Coordinatea _____________ _ 

Casing Depth ___________ _ 

8earlng ____ lncllnatlo • ._ _____ _ 

Final Depth ____________ _ 

UQWN HOLE 
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Project _____________ _ 

State _______________ _ 

Date Started __________ _ 

Date Completed _________ _ 
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Contractor Coordinate , Protect Hole No /£S£?~3©5'

Drill TyDO Casing Daoth _ Stata Sheet of 6
Holo Size Bering . Inclination Date Started Prooerty

Collar Elev. Pinal Daoth Date Connotated Hole Surveyed
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Contractor ____________ _ 

Orm Type ___________ _ 

Hole Slze -------------
Collar Elev. ___________ _ 

GRAPHIC LOGS :; . .... -
z -:: AL TERA llON • -•••••• - .., "' -
C • 1 •tt••• C 2 ,JI • • ... "" •=- 0..10 
i • ~ .! . . 

Coordinat••-------------- Project _____________ _ 

Casing Depth _____________ State _____________ _ 

Bearlng ____ lncllnatlo ._ ______ Date Started __________ _ 

Final Deoth Date Completed _________ _ 
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